
 

 
PRIMARY ITEMS(Acceptance Criteria )* 

 
ITEMS/GRADES ED-003 ED-008 ED-012 XD-045 XD-075 XD-140 HD-225 HD-300 YD-225 YD-300 YD-425 

MFI(@230ºC,2.16KG) 0.1-0.5 0.5-1.1 1.1-2.2 2-6 5.5-11 10-19 17-27 25-37 17-27 25-37 35-50 

APPARENT 
DENSITY(GR/CM3) 
(BULK DENSITY) 

0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 0.38-0.45 

*Acceptance Criteria refers to the parameters which are tested regularly. These items are guaranteed figures. SECONDARY ITEMS(for all grades) 
PROPERTIES UNIT TEST METHOD NORMAL VALUES** 

ASH CONTENT PPM(WT) ISO 3451-1 <=350 

CHLORINE CONTENT PPM(WT) ENCO METHOD <=100 

VOLATILE CONTENT %WT ENCO METHOD <=0.2 

TENSILE YIELD STRENGTH MPA ASTM D638 >=31.5 **Normal values refer to the parameters which are not tested regularly. These items are just for information 
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